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concentration-cell corrosion
The local variation of the corrosion rate due to the action of a corrosion cell resulting
from inhomogeneous composition of the environment.

Source:
PAC, 1989, 61, 19 (Electrochemical corrosion nomenclature (Recommendations
1988))  on page 22
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